
KnE Materials Science 

Copyright © 2017 P.S. 

Petruk et al. This article 

is distributed under the 

terms of the Creative 

Commons Attribution 

License, which permits 

unrestricted use and 

redistribution provided 

that the original author 

and source are credited. 

Page 323 

SMBIM Conference Proceedings 
Shape Memory Biomaterials and Implants in 
Medicine (2017), Volume 2017 

page 323-326. 

Received: 23 March 2017 

Accepted: 9 April 2017 

Published: 16 July 2017 

mailto:petruk_pavel@yahoo.com
https://creativecommons.org/licenses/by/4.0/
https://creativecommons.org/licenses/by/4.0/
https://creativecommons.org/licenses/by/4.0/


Page 324 



Page 324 

Rigid internal fixation was performed using U-shaped and elliptical NiTi mimi-

clamps of two sizes: 1 - Ø = 0,8 мм, L = 7 мм, L1 = 4 мм, F = 14 H; 2 - Ø = 0,8 мм, L 

= 5 мм, L1 = 4 мм, F = 12 H. Titanium mini-plates (1.5mm) and microplates (1,2 

mm) were applied in cases of comminuted ZOC fractures.
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